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sin
cos
tg
ctg
sec
cosec
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English

sin
cos
tan
cot
sec
csc

Russian

sh
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cth
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English

sinh
cosh
tanh
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sech
csch

English

curl
log
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arc
arc

ian

sh
ch
th
cth
sch
csch

Transl{teration
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Kh, kh
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Ch, ch
Sh, sh
Sheh, shch
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E, e
Yu, yu
Ya, ya

English

sinh !
cosh:l
tanh_l
coth_l
sech_l
csch™!

All figures, graphics, tables, equations, ete.
merged into this translation were extracted
from the best quality copy available.
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{(54) Method of Processing Composites on a Latex Base

The invention pertains to obtaining composites on latex bases
which have been processed in a magnetic field. Such composites are
used in ship building, ship repair operations and construction.

A method is Known for processing composites on a latex base in a
magnetic field (variable or constant) with a strength of from 300 to
1000 Oe in a time of 15 s -~ 10 min depending on the strength of the
field.

The mastic mass obtained in this manner has technological proper-
ties (fluidity, ease of laying) which are not suitable enough, and the
hardened mastics and adhesives - unsatisfactory physico-mechanical
properties (compressive strength, bending strength, adhesion to
metals).

The purpose of the invention is improving the technological and
physico-mechanical properties of mastics and adhesives obtained on a
latex base.




According to the proposed method the latex, which has been stabi-
lized in standard mix proportions, is passed through a magnetic field
with a strength of from 400 to 2000 Oe perpendicular to its force lines
at a rate of 0.1-5.0 m/s.

For determining the compressive strength of the coating samples
with the dimensions 150x150x20 mm were prepared. After setting for 30
days 20x20x20 mm blocks were cut out of them. These were tested for
compression with a loading rate of the machines of 10 mm/min. For
determining the bending strength samples were prepared - beams with
the dimensions of 300x20x20 mm. After the samples set for 30 days they
were tested under the following conditions: distance between supports
200 mm, loading rate 10 mm/min.

For determining the adhesion to metal mastics which were 100 mm
thick were deposited on two steel disks (90 mm). Then the sides which
were coated with mastic were put together and held together manually.
The excess amount of mastic was removed. After setting for 30 days the
samples were tested on a tensile testing machine with a rate of move-
ment of the clamps of 2 mm/min.

Setting took place at a temperature of 18-20°cC.

During the tests the average arithmetic values from six determina-
tions were found. The table gives the results of the testing with a
rate of flow of the solution through the magnetic apparatus of 0.3 m/s
and with different strengths of the magnetic fields H (Oe).




‘ca — duy caar ‘
H . yBCALNE HHE Jout yscanuenne yBCAtNCHIE |
Kr/cu npoNHOCTH, KP[Cn npovHOCTH, Krjcn® NPONHOCTH
] “O] @ | % ) %(5)
460 49,6 9.8 48.1 14,5 3,70 3.3
525 50.8 12,4 50,5 20,2 3,81 6.5
640 52,9 17,3 74,8 30,8 3,9 9,0
730 55,5 22,8 58,7 39,8 4,05 13,1
810 57,4 21,0 67,3 60,5 4.26 18,8
860 59,0 31,0 63,2 50,6 4,16 16,2
900 57.0 26,1 62,3 48,5 4,08 14,0
950 56,2 24,2 59.0 40,5 3,92 9,5

Mpusevanue, s, — NPOYHOCTD MACTHKH npy Cxatun; (0
Iuar — NPOMHOCTH M3CTHKH npu n3rube; (o)
2,20 — NPOYHOCTD CUENACHIHA KACTHKH NPH BYPHBE OT 2 T3ALHOA noscprOCTu.(E)

Key: (1) compressive strength of the mastic; (2) bending strength of
the mastic; (3) cohesion strength of the mastic in the case of separa-
tion from the steel surface; (4) kgf/cmz; (5) increase of strength,

%.

Subject of Invention

A method of processing composites on a latex base which has been
processed in a variable or constant magnetic field, which is character-
ized by the fact that for the purpose of improving the
physico-mechanical properties of the mastics and adhesives on a latex
base the latex is passed through a magnetic field with a strength of
from 400 to 2000 Oe perpendicular to its force lines at a rate of

0.1-5.0 m/s.
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